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ITEM - ASPHALTIC CONCRETE ($) 
 
The asphaltic concrete shall be as specified in Section 406 of the Standard Specifications, and 
Contracts and Specifications Stored Spec. "406ASP." 
 
The effective voids shall be * ± 0.2%. 
 
The ratio of the mix design composite gradation target for the No. 200 sieve, including 
admixture, to the effective asphalt content shall be a minimum of * to a maximum of 1.2. 
 
For estimating purposes the unit weight of the bituminous mix is * pounds per cubic foot and the 
asphalt cement is * %. 
 
The asphalt cement type shall be PG *. 
 
The estimated haul distance for the asphaltic concrete is ** miles. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
DESIGNER: 
 
$ List (3/4") or (Base Mix) whichever is applicable. 
 
* To be supplied by the Bituminous Engineer. 
 
** To be supplied by the Geotechnical Site Supervisor. 
 
This Item is generally used when the quantity of AC is greater than 4,500 Tons and that placement is so 
sporadic or particular that Section 416 - End Product or Section 417 - Asphaltic Concrete (End Product) 
SHRP Volumetric Mix does not apply. 


