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ITEM – COLD RECYCLING (Bituminous Surface) 
 
The Cold Recycling shall be as specified in Contracts and Specifications Stored Spec. 
"408COREC." 
 
The emulsified binder agent shall be HFE- * P conforming to the requirements of Section 1005 
of the specifications. 
 
For estimating purposes, the unit weight of the bituminous mix is ** pounds per cubic foot and 
the amount of bituminous material shall be ** percent of the total weight of the mix. 
 
Recycled material shall be placed only between the dates of ** and **. 
 
If, in the opinion of the Engineer, the base material is significantly disturbed by the contractor’s 
operations, the Engineer may direct the milling depth to be reduced to *** inches minimum. 
 
The average elevation of the roadway for this project is _ feet. 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
DESIGNER: 
 
 * To be supplied by the Bituminous Engineer.  Typically, HFE-300P is used. 

 
** To be supplied by the Bituminous Engineer. 
 
*** The milling depth shall not be reduced by more than ½-inch from the specified 

milling depth. 


