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SECTION 916
EMBANKMENT CURB:
916-1


Description:  of the Standard Specifications is revised to read:

The work under this section shall consist of furnishing all materials and constructing Portland cement concrete embankment curbs at the locations shown on the project plans or otherwise designated in accordance with the details shown on the plans and the requirements of the specifications.

916-2


Materials:  the second paragraph of the Standard Specifications is revised to read:

Fine aggregate and coarse aggregate shall conform to the requirements of Subsection 1006‑2.03.  The designated size of coarse aggregate shall be No. 8, No. 7, No. 67, or No. 57.
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