(1013BRPD, 10/09/08)

SECTION 1013
BEARING PADS:
TABLE 1013-2:
FABRICATION TOLERANCES:  Item "7.  Thickness" of the Standard Specifications is revised to read:

	Table 1013-2
FABRICATION TOLERANCES
	

	Parameters
	Tolerances
	

	
	(-)
	(+)
	

	
	
	
	

	7.
Thickness


Top and Bottom Cover Layer (if required)
	0
	1/8 inch

	

	
	
	
	


1013BRPD - 1/1

