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SECTION 302
CEMENT TREATED SUBGRADE:

302‑1


Description:  of the Standard Specifications is revised to read:

The work under this section shall consist of preparing the roadbed for cement treatment; furnishing and applying cement; mixing cement and water with in‑place material; and spreading, compacting and curing the mixture to the lines, grades and dimensions shown on the project plans and in accordance with the requirements of the specifications.

302-3.02

Application of Cement:  the first sentence of the first paragraph of the Standard Specifications is revised to read:

Cement shall be added to the material to be treated at the rate of XXX pounds per square yard.

302-3.04

Compaction and Finishing:  the first paragraph of the Standard Specifications is revised to read:

The treated mixture shall be spread and compacted to the required width, grade, and cross section.

The thickness of a compacted layer shall not exceed 8 inches.  Where the required thickness is more than 8 inches, the mixture shall be spread and compacted in two or more approximately equal lifts.  The moisture content shall be maintained to achieve compaction.  Unless specified otherwise, the cement treated material shall be compacted to a density of at least 100 percent of the maximum density as determined in accordance with the requirements of the applicable test methods of the ADOT Materials Testing Manual, as directed and approved by the Engineer.
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