
*	USE IN CONJUNCTION WITH STORED SPECIFICATIONS 404BITUM		*
*											1009ASRM		*

*	FILL IN THE FOLLOWING (SHOWN IN RED TEXT):
*		410‑2.02		ASPHALT‑RUBBER TYPE			(1 place)		*
*		410‑2.03		CLASS OF COVER MATERIAL		(1 place)		*

(410ARSAM, 05/02/13)

SECTION 410	ASPHALT‑RUBBER STRESS‑ABSORBING MEMBRANE:

410-2.02		Asphalt‑Rubber:  of the Standard Specifications is revised to read:

Asphalt‑rubber shall conform to the requirements of Section 1009 of the specifications.  The asphalt‑rubber shall be Type XXXXX.  The crumb rubber gradation shall be Type B conforming to the requirements of Section 1009 of the specifications.

410-2.03		Cover Material:  of the Standard Specifications is revised to read:

Cover material shall be Class XXXXX and shall conform to the requirements of Subsection 404‑2.02(C) of the specifications.
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