
*			USE WHEN REQUESTED BY THE DISTRICT				  *
*				  AND APPROVED BY MATERIALS				  *

(108ACMIX, 07/15/21)

SECTION 108	PROSECUTION AND PROGRESS:

108.04		Prosecution and Progress:  of the Standard Specifications is modified to add:

The contractor shall submit its Asphaltic Concrete Mix Design, in accordance with the applicable subsections of Sections 409, 415, 416, and 417, within 30 calendar days from the date of notice of award of contract, unless otherwise approved in writing by the Engineer.
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